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Figure 1
The relationship between run length and gap length.

gap length are different measurements of the image,
although both methods are approaches of higher-
order statistics. The GLRLM measures plateaus of
the image whereas the GLGLM reflects peaks and
valleys of the image. In fact, the gap length matrix
obtains more information than the run length matrix.
The GLRLM will tend to have many small runs
when the number of gray levels increases. The struc-
ture information is therefore lost. On the contrary,
the GLGLM will still catch the variations in the
image. So, it can reflect the texture information to a
more deep extent.

When the image is re-quantified into two levels,
both methods catch the similar information, except
that the gap statistics for the white pixels is the runs
for the black pixels and vice versa. An important
advantage of the gap length method, however, is that
it ignores the information of the background.

Figure 2a shows a 128 x 128 pixel binary image
of aring, having a thickness of 3 pixels and an inner
diameter of 74. Figure 2b is the gap length statistics
along the horizontal axis. Here the solid line and
dashed line are the gap length statistics for black
pixels and white pixels respectively. The highest
peak for black pixels is at gap length 74, which is the
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Figure 2
(a) A binary image of a ring.
(b) lts gap length statistics (dashed line for white level and
solid line for black level).
(d) Its run length statistics (dashed line for black level and
solid line for white level),

Figure 3
Top: Two Brodatz images, “Grass" and “Pig-skin",
Bottom: Their histograms with mean of 128 and standard
deviation of 40,

inner diameter of the ring, while the most frequent
gap length for white pixels is 3. Figure 2c is the run
length statistics. Although it measures the same
image along the same direction, it only catches the
correct width of the ring (the highest point in the
dashed line). The most frequent run length for white
pixels (the highest peak in the solid line) is 128,
which is the width of the image. Even the second
highest peak has nothing to do with the ring itself. It
is just about the shortest distance between the ring
and the boundaries of the image. Thus, we see that
gap length statistics are more relevant for local
structure detection, as it is less influenced by the
background. This is specially useful when the win-
dows used for texture analysis are relatively small.

Several texture features can be extracted from the
GLGLM.

Assume that

-- A(g. I'l 8) is the (g, Dth element of the gap
length matrix for a direction 6,

-- G is the number of gray levels,

-- L 1s the longest gap length,

-- n is the number of pixels in the image,

G-1 L G-1 L
i)
soe =3[ 24005 5 4o )
g=0\r=0 [ g=08=0

By dividing each gap length value by the square
of its length, short gap lengths are emphasised. The
denominator is the total number of gaps in the

image.
Long Gaps Emphasis:
G-1f L
]/ Y [ EA{g.ItB)] (&)}
g=0N=0
Here we multiply each gap length value by the

G-If L
LGE = E [ z I"A (g, 1]0)
g=0M=0
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square of its length, in order to give higher weight to
the long gaps.

Gray Level Fluctuation:
G (L 2 G-1f L

GLF = }:[ZA(g.ilB)]/Z[EA(S.!'IB)] )
oMI=0 g=07=0

High gap length value will contribute most to this
feature. The GLF feature will have its lowest value if
the number of gaps are evenly distributed over all

gray levels.
] (5)
The GLN feature will have its lowest value if the

number of gaps are evenly distributed over all gap
length.

Gap Percentage:

]G—I L

-3 [ ZA(g.HG)]
g=0

I=0
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GLN = ):t 3 Ag110)

I=0hg=0
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GP = (6)

This feature is the ratio between the total number
of observed gaps in the image and the total number
of possible gaps if all gap had a length of one.
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LGGE and HGGE are introduced in order to dis-
tinguish textures that are similar according to their
SGE and LGE features, but differ in gray level dis-
tribution of the gaps.

Table 1
emaien | 1
Name of Image Grass Pig-skin Grass Pig-skin

SGE 0.796 0.787 0.383 0.372

LGE 65.9 737 272 313

GLF 27350 27578 7182 7329

Eler:; GLN 39582 38608 9081 8534
GP 0.985 0.984 0.954 0.952
LGGE 0.207 0.193 0.0185 | 0.0181
HGGE 6.617 6.817 77.86 77.56
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These features seems analogical to those of the
GLRLM [2], but they have different meanings and
measure different aspects of the image. Figure 3
shows two Brodatz images (1, “Grass” and “Pig-
skin”, with the histograms linearly rescaled at mean
128 and standard deviation 40. Table 1 shows some
preliminary results obtained from these two images.
Although the first order statistics are same, such that
the differences between GP, LGGE, HGGE are
small, one can still discriminate the two textures by
the other features.

We can further expect that a combining feature
set from GLGLM and other statistic methods may
result in an improvement for texture classification
and analysis.

Finding Pattern Sizes by GLGLM

Finding the size distribution of the subpatterns is
important for texture analysis and synthesis. Since
the gap length method measures the waves in an
image, we can extract the size information from the
GLGLM.

As in the case of GLCM ), the number of occur-
rences decreases as the gap length increases. For sta-
tistics at each gap length to be comparable, a
weighting has to be done.

The weighted GLGLM, A,(g, [ | 8), can be
obtained by:

Alg, 119)

Au(818) = 0o

(9

where the weighting function W(!) varies accord-
ing to gap length /. For the analysis along the x or y
direction only, the weighting function can be chosen
as follows:

When [ =G
W(l) = (M-x) - (N-y) (10)
When > G
WD) = W, (X)W, (y) an
where
(M/x)=1)-(G=-1) xz0
w = 2
1(x) = { Xt oo M
((N/y)=-1)-(G=1) y#0
W = (13
200 = { i s

The special consideration for the case where [ >
G is due to the fact that no repetition of gray level g
is allowed in a gap length [. So, the weighting func-
tion is approximately the maximum possible number
of gaps of a length [ in an image.

Normally, only a few gray levels are used in the
weighted GLGL matrix, and a shading correction is
often useful to increase the possibility for finding
significant gaps. Histogram linear extension is per-



formed first in order to extend the dynamic range of
the gray levels. Then the image is re-quantified into
2 to 8 gray levels. Since adjacent gray levels nor-
mally catch similar structural information, a sum of
gap lengths among adjacent gray levels will help to
find the size distribution of the structure.

For example, the size distributions for darker
gray levels and brighter gray levels can be obtained

by:

Ho—1
Sprack® = X A (8D (14)
g=0
G-1
Sw!u'rr(” = Z Aw(g- !.) (15)
B=H,
G-1
Y h(g)-g
Ky = ‘g%?,— (16)
Y h(g)
g=0

where h(g) is the histogram value of gray level g, G
is the number of gray levelsand 0 <! < L.

For the texture of solid subpatterns, this method
can be used to estimate the quasi-periodicity. Figure
4a shows a frequently quoted natural image, ‘loose
burlap’ (1. The histogram extension was performed
first, then the image was re-quantified into G = 8
gray levels. The detail of the texture cells is shown
in Figure 4b.

The weighted GLGLM is calculated along the
horizontal direction, then it is summed into two lev-
els as in (14) and (15). The results are shown in Figure
4c. The highest peaks for black and white gray levels
indicate the estimated quasi-periodicities. The
period is just the sum of these two quasi-periodici-
ties.

A commonly used K statistic is also applied as a
comparison. Thirty gray level cooccurrence matrices
from displacement d = I to 30 are calculated along
the same direction. The extracted distribution of x
for each d is shown in Figure 4d. The period is the
displacement where the highest peak occurs.

Figure 4 shows us that the gap length statistic
catch the same period value as the x does, 5 pixels,
while the former also gives the correct estimation for
size of the black pixels, 3, and the white pixels, 2.
The ratio of CPU time in this case is about 1/30 for
the gap length statistic to .

This property of the weighted GLGLM features
can also be used to measure the size distribution of
grains, or to decide the window size for texture seg-
mentation (5]. In the former case, the estimated grain
sizes can be used directly in granulometry for decid-
ing the size of structuring elements, where the time
and memory saving is tremendous. The gap length
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Figure 4
(a) Original ‘burlap’ image.
(b) A part of the 3-bit representation of ‘burlap’.
(¢) The gap length statistics of (a), where the solid line is the gap
length of black gray levels and the dashed line is that for white
gray levels. The horizontal axis is the gap length.
{d) The x statistic as the vertical axis and the displacement as the
horizontal axis for (a).

statistics may also serve as a signature of the image.

Conclusion

The proposed gray level gap length method
extracts texture statistic information in a new and
efficient way. It catches more information than the
gray level run length method. It works much faster
than the commonly used x statistics and provides
additional quasi-periodical information. The texture
features extracted from it seem quite valuable for
texture segmentation and classification. The
GLGLM indeed opens a wide way for texture analy-
sis.
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